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Certificate of Compliance
Standard for Approval A-A-59136- Class 1, Grade A, Type 3
Product Description V4.0 STD
5.4 Tests Result Requirement UOM Status
5.4.2 Density 64 (nominal) Report kg/m® -
5.5 Constant Compression
Creep 3.03 <10 % Pass
Data between

See Figure | upper/lower limits of Deviation

5.6 Dynamic Cushioning 1. Spec. - Required

DYNAMIC CUSHIONING CURVE
60 cm DROP HEIGHT, 2-5 IMPACTS
50 mm X 150 mm X 150mm Sample Size
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'Figure 1: Dynamic Cushioning Curve of the Foam Product in comparison to Type '
Il Low, Nominal, and High guidelines.

[Date of Compliance: | 2-Sep-16|

Palziv North America certifies that this product was inspected and tested in accordance with written standards,
and that the results are correct at the time of inspection. Due to the nature of the product, results will vary over
time.
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Testing Manager
Palziv North America
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