
Result UOM

96 (nominal) kg/m
3

5.04 %

See Figure 
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Date of Compliance:

Palziv North America certifies that this product was inspected and tested in accordance with written standards, 

and that the results are correct at the time of inspection.  Due to the nature of the product, results will vary over 

time.  

Figure 1. Dynamic Cushioning Curve of the Foam Product in comparison to Type IV Low, Nominal, and 
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